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We apply a Langevin model to investigate the nonlinear ac responses of electro-magnetorheological
~ERMR! fluids under the application of two crossed dc magnetic~z axis! and electric~x axis! fields
and a probing ac sinusoidal magnetic field. We focus on the influence of the magnetic fields which
can yield nonlinear behaviors inside the system due to the particles with a permanent magnetic
dipole moment. Based on a perturbation approach, we extract the harmonics of the magnetic field
and orientational magnetization analytically. To this end, we find that the harmonics are sensitive to
the degree of anisotropy of the structure as well as the field frequency. Thus, it is possible to
real-time-monitor the structure transformation of ERMR fluids by detecting the nonlinear ac
responses. ©2004 American Institute of Physics.@DOI: 10.1063/1.1798912#

I. INTRODUCTION

Electro-magnetorheological~ERMR! fluids1,2 behave as
both electrorheological~ER! fluids3–6 and magnetorheologi-
cal ~MR! fluids7–9 and are, in general, particle suspensions
where the particles have large dielectric constants and per-
manent magnetic moments. In fact, there exist a variety of
particles which can be polarized by both electric field and
magnetic field.10 For instance, there is one candidate for this
system, namely, a suspension of titanium-coated iron par-
ticles in a silicon oil.11 As the external electric field or mag-
netic field exceeds a threshold, ER or MR fluids turn into a
semisolid, the ground state of which is a body-centered-
tetragonal~bct! lattice. For an ERMR solid, one1 proposed
that a structure transformation of the ERMR solid from the
bct lattice to some other lattices can appear when a magnetic
field is simultaneously applied perpendicular to the electric
field. To one’s interest, such a structure transformation from
bct to face-centered-cubic~fcc! lattice was experimentally
observed as the ratio between the magnetic and the electric
fields exceeded a minimum value.2 Recently, one of the
present authors showed that an alternative structure transfor-
mation from the bct structure to the fcc can appear under the
application of electric fields only.12

Electric or magnetic fields of high strength applied to the
ERMR solid produce a nonlinearity in the dependence of the
polarization or magnetization on the field strength. Conse-
quently, in the presence of an ac electric or magnetic field,
the electrical or magnetic response will in general consist of
ac fields at frequency of the higher-order harmonics.13–16A
convenient method of probing the nonlinear characteristics
of the composite is to measure the harmonics of the nonlin-
ear polarization~or magnetization! under the application of a
sinusoidal ac field.17 In this case, the strength of the nonlin-
ear polarization or magnetization should be reflected in the
magnitude of the harmonics. For extracting such harmonics,

the perturbation approach18,19and self-consistent method19,20

can be used.
For the present system under consideration, the nonlin-

earity can be caused to appear by two effects, namely, nor-
mal saturation and anomalous saturation. In detail, the nor-
mal saturation arises from the higher terms of the Langevin
function at large field intensities.21 In contrast, the anoma-
lous saturation results from the equilibrium between entities
with higher and lower dipole moments which is shifted under
the influence of the field.21 Our formalism will hold for the
coupling between the normal saturation and anomalous satu-
ration.

In the present paper, to investigate the structural effect
on the nonlinear ac responses of ERMR solids, we shall ap-
ply a Langevin model to derive the orientational magnetiza-
tion as well as the magnetic field inside the ERMR solid. In
this connection, the perturbation approach will be used to
extract the harmonics of the magnetic field and orientational
magnetization.

This paper is organized as follows. In Sec. II, we apply
the Langevin model to derive the orientational magnetization
as well as the magnetic field inside the ERMR solid and
calculate the effective permeability of the ERMR solid by
using a generalized Clausius-Mossotti equation. Also, based
on the perturbation approach, we extract the harmonics of
the magnetic field and orientational magnetization analyti-
cally. In Sec. III, we numerically investigate these harmonics
as a function of the degree of anisotropy of the structure, as
well as the frequency of the ac magnetic field. This is fol-
lowed by a discussion and conclusion in Sec. IV.

II. FORMALISM

A. Nonlinear characteristics

Under the application of a strong magnetic field alongz
axis, a nonlinear characteristic can appear in the ERMR
fluid, due to the particles with a permanent magnetic dipole
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momentp0 . Accordingly, the dependence of the magnetic
inductionB on the fieldH0 will be nonlinear,21

B5meH014pxH0
2H0 , ~1!

where x and me stand for the nonlinear susceptibility and
effective permeability for the longitudinal field case, respec-
tively. In this case, the effective permeabilityme is deter-
mined by the generalized Clausius-Mossotti equation12

gL~me2m2!

m21gL~me2m2!
5

4p

3
N1S a11

p0
2

3kBT

1

11 i2p f t1
D ,

~2!

wherem2 represents the permeability of the host fluid,N1

the number density of the particles,kB the Boltzmann con-
stant,T the absolute temperature,f the frequency of the ap-
plied magnetic field,t1 the relaxation time of the particles,
and a1 the magnetizability of the particles. In Eq.~2!, the
longitudinal demagnetizing factorgL deserves a thorough
consideration. For an isotropic array of magnetic dipoles, the
demagnetizing factor will be diagonal with the diagonal ele-
ment gL51/3. However, in an anisotropic array such as
ERMR solids, the demagnetizing factor can still be diagonal,
but it deviates from 1/3. In fact, the degree of anisotropy of
the system is just measured by howgL is deviated from 1/3.
It is worth noting thatgL<1/3 in the present longitudinal
field case. Furthermore, there is a sum rule for the factors,
gL12gT51,19,22 wheregT denotes the transverse demagne-
tizing factor. Such factors were measured by means of com-
puter simulations.23,24 Thus, to investigate the anisotropic
structural information of the array, we have to modify the
Clausius-Mossotti equation accordingly by including the de-
magnetizing factor. The substitution ofgL(5gT)51/3 into
Eq. ~2! yields the usual~isotropic! Clausius-Mossotti equa-
tion, which does not include the particle-particle interaction.
In fact, when we studied the field-induced structure transfor-
mation in ER solids, we developed the generalized Clausius-
Mossotti equation12 by introducing a local-field factorb8
which reflects the particle-particle interaction between the
particles in a lattice. In detail, the generalized Clausius-
Mossotti approach@Eq. ~2!# is a self-consistent determination
of the local field due to a lattice of dipole moments. That is,
Eq. ~2! should be expected to include the particle-particle
interaction, and the degree of the particle-particle interaction
depends on how muchgL deviates from 1/3~note thatgL

5b8/3). Indeed our numerical results will also show that as
gL deviates from 1/3 more~namely, more and more particle
chains are formed, and the particle-particle interaction be-
comes more and more strong, too!, the obtained harmonics
become more large accordingly; see Figs. 1 and 2. These
harmonics just reflect the magnitude of the nonlinear suscep-
tibility, as expected.

In Eq. ~2!, the termp0
2/(3kBT) results from the average

contribution of the permanent magnetic dipole moment to
the average value of the work required to bring a particle into
the fieldH0 . More precisely, the mean value of the compo-
nent of the permanent dipole moment in the direction of the
field is given by

p0L~g!5
p0

2

3kBT
H0 , ~3!

with g5p0H0 /(kBT). That is, we set the Langevin function

L~g!5g/3. ~4!

Regarding this linear relation in use, we should make some
remarks. In the present work, we shall adopt the perturbation
approach,25 which is suitable for weak nonlinearity. In this
perturbation approach, it is well established that the effective
third-order nonlinear susceptibility can be calculated from
the linear field,26 while the effective higher-order nonlinear-
ity must depend on the nonlinear field.25 Alternatively, we
could adopt the self-consistent method,19 but the perturbation
approach appears to be more convenient for analytic
expressions.19 Thus, for focusing on~weak! third-order non-
linearity, it suffices to use the Clausius-Mossotti equation
@Eq. ~2!# by taking into account of the linear relation@Eq.
~4!# only. Due to the same reason, the contribution from the
nonlinear field will be omitted throughout the paper.

In view of Eq.~1!, the desired field-dependent incremen-
tal permeabilitymH is given by21

mH5
]B

]H0
5me112pxH0

2. ~5!

FIG. 1. Fundamental, second-order, and third-order harmonics of Fro¨hlich
field as a function of the field frequency for variousgL . Parameter:T
5298 K.
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Then, the nonlinear magnetic effect is characterized by
Dm/H0

2,21

Dm

H0
2

5
mH2me

H0
2

512px. ~6!

In the present work, the magnetization can be split up
into two parts, i.e., the induced magnetization due to the
magnetizability of the particles and the orientation magneti-
zation Mor due to the alignment of permanent magnetic di-
pole moments inside the particles. Let us now consider the
orientation magnetizationMor of a sphere of volumeV, con-
taining n1 particles with a permanent magnetic dipole mo-
mentpd @see Eq.~8!# embedded in a continuum with perme-
ability m` @see Eq.~9!#. The sphere is surrounded by an
infinite medium with the same macroscopic properties as the
sphere.

The average component in the direction of the field of
the magnetic dipole moment due the dipoles in the sphere
^Md"e&5VMor is given by

^Md"e&5VMor5
* dXn1Md"ee2u/kBT

* dXn1e2u/kBT
, ~7!

wheree denotes the unit vector in the direction of the exter-
nal field andX stands for the set of position and orientation

variables of all particles. Hereu is the energy related to the
dipoles in the sphere, and it consists of three parts: the en-
ergy of the dipoles in the external fieldude, the magneto-
static interaction energy of the dipolesumi , the nonmagne-
tostatic interaction energy between the dipolesunmi which is
responsible for the short-range correlation between orienta-
tions and positions of the dipoles. Regarding the particle-
particle interaction energy, Eq.~2! should be expected to
contain bothumi and unmi ~at least to some extent! as gL is
not equal to 1/3. Nevertheless, for the numerical calculations
in the following section, Eqs.~39! and ~40! will be used
which mean thatunmi is omitted due to the predominant ex-
ternal magnetic field. In Eq.~7!, Md is given by

Md5(
i 51

n1

~pd! i , ~8!

with pd5p0(m`12m2)/3m2 , wherem` represents the per-
meability at frequencies at which the permanent dipoles can-
not follow the changes of the field but where the atomic and
the electronic magnetizations are still the same as in the
static field. Therefore,m` is the permeability characteristic
for the induced magnetization. In practice,m` can be ex-
pressed in the expression containing an intrinsic dispersion,

m`5m`~0!1
Dm

11 i f / f c
, ~9!

where m`(0) is the high-frequency limit permeability and
Dm stands for the magnetic dispersion strength with a char-
acteristic frequencyf c .

The external field in this model is equal to the field
within a spherical cavity filled with a continuum of perme-
ability m` , while the cavity is situated in a medium with
permeabilityme . This field is called Fro¨hlich field HF , as
given by the Fro¨hlich model,21,27

HF5
3me

2me1m`
H01

12pxm`

~2me1m`!2
H0

3. ~10!

In this equation, higher-order terms have been omitted. Re-
garding the derivation of the nonlinear Fro¨hlich field @Eq.
~10!#, here we would like to add some comments. For the
spherical cavity under consideration, the linear cavity field
~i.e., linear Fro¨hlich field! HF

lin can be easily obtained by
solving the usual electrostatic equation. That is, it should be
the first term of the right-hand side of Eq.~10!. Next, to
obtain the present nonlinear Fro¨lich field HF , following Ref.
21 we took one step forward to developHF

lin in a Taylor
series aroundme neglecting terms inH0

4 and higher powers
of H0 . It is worth noting that the higher powers ofH0 can
also contribute to the resulting harmonics. However, this
contribution is small enough to be neglected.

Now we use

]u

]HF
52Md"e. ~11!

Then, we obtain

^Md"e&uHF5050, ~12!

FIG. 2. Fundamental, second-order, and third-order harmonics of the orien-
tational magnetization as a function of the field frequency for variousgL .
Parameter:T5298 K.
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]

]HF

^Md"e&5
1

kBT
@^~Md"e!2&2^Md"e&2#, ~13!

]

]HF

^Md"e&uHF505
1

kBT
^Md

2&0 , ~14!

]3

]HF
3 ^Md"e&5

1

~kBT!3
@^~Md"e!4&23^~Md"e!3&^Md"e&

16^~Md"e!2&^Md"e&223^~Md"e!2&2

26^Md"e&416^Md"e&2^~Md"e!2&

2^Md"e&^~Md"e!3&#, ~15!

]3

]HF
3 ^Md"e&uHF505

1

15~kBT!3
@3^Md

4&025^Md
2&0

2#.

~16!

Note the subscript 0 indicates the absence of the field.
To express the macroscopic saturation behavior in terms

of microscopic quantities, one should take into account the
higher derivatives of the average moment such that

^Md"e&5
]^Md"e&

]HF
U

HF50

HF1
1

6

]3^Md"e&

]HF
3 U

HF50

HF
3

5
me

2me1m`

^Md
2&0

kBT
H01

4pxm`

~2me1m`!2

^Md
2&0

kBT
H0

3

1
27me

3

~2me1m`!3

3^Md
4&025^Md

2&0
2

90~kBT!3
H0

3, ~17!

where higher-order terms than third-order have been ne-
glected.

In addition, we have a general relation

^Md"e&5VMor5
me2m`

4p
VH01xVH0

3. ~18!

In view of Eq. ~6! and the terms inH0
3 andH0 , we obtain

Dm

H0
2

5
18p

5~kBT!3

me
4

~2me1m`!2~2me
21m`

2 !

3@3~^Md
4&0 /V!25~^Md

2&0
2/V!#. ~19!

On the other hand, we may write

^Md
2&0

V
5S m`12m2

3m2
D 2Fn1

V
p0

2(
j 51

n1

^cosu i j &G , ~20!

^Md
4&0

V
5S m`12m2

3m2
D 4

3Fn1

V
p0

4(
j 51

n1 K cosu i j (
r 51

n1

(
s51

n1

cosu rsL G . ~21!

In the right-hand sides of both Eqs.~20! and~21!, the ^¯&’s
denote

^¯&5E * dXn12 i
¯e2u/kBT

* dXn1e2u/kBT
dXi . ~22!

Hence the nonlinear magnetic incrementDm/H0
2 @Eq. ~19!#

can be explicitly expressed.

B. Nonlinear magnetization and high-order harmonics

1. Longitudinal field

For the longitudinal field case, there isH0(t)5Hdc

1Hac(t)5Hdc1Hacsinvt alongz axis, withv52p f . Here
Hdc denotes the dc field which induces the anisotropic struc-
ture in the ERMR solid andHac(t) stands for a sinusoidal ac
field. Then, the Fro¨hlich field is a superposition of odd- and
even-order harmonics such that

HF5HF
~dc!1Hv sinvt1H2v cos 2vt1H3v sin 3vt1¯.

~23!

Accordingly, the orientational magnetization contains har-
monics as

Mor5Mor
~dc)1Mv sinvt1M2v cos 2vt1M3v sin 3vt1¯,

~24!

where the harmonics (Hv , H2v , H3v , Mv , M2v , and
M3v) and the dc components (HF

(dc) and Mor
~dc)) can be ex-

pressed as

HF
~dc!5HdcI 11 3

2Hac
2 HdcI 31Hdc

3 I 3 , ~25!

Hv5HacI 11 3
4Hac

3 I 313HacHdc
2 I 3 , ~26!

H2v52 3
2Hac

2 HdcI 3 , ~27!

H3v52 1
4Hac

3 I 3 , ~28!

Mor
~dc)5HdcJ11 3

2Hac
2 Hdcx1Hdc

3 x, ~29!

Mv5HacJ11 3
4Hac

3 x13HacHdc
2 x, ~30!

M2v52 3
2Hac

2 Hdcx, ~31!

M3v52 1
4Hac

3 x, ~32!

with I 153me /(2me1m`), I 3512pxm` /(2me1m`)2, and
J15(1/4p)(me2m`). In the above derivation, we used two
identities, i.e., sin2 vt5(12cos 2vt)/2 and sin3 vt
5(3/4)sinvt2(1/4)sin 3vt.

2. Transverse field

For the transverse field case, only a sinusoidal electric
field H0(t)5Hacsinvt is applied alongx axis. In this con-
nection, the Fro¨hlich field is a superposition of odd-order
harmonics,

HF5Hv sinvt1H3v sin 3vt1¯. ~33!

Accordingly, the orientational magnetization contains har-
monics as

Mor5Mv sinvt1M3v sin 3vt1¯. ~34!

In Eqs. ~33! and ~34!, the harmonicsHv , H3v , Mv , and
M3v can be expressed as

Hv5HacI 181 3
4Hac

3 I 38 , ~35!
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H3v52 1
4Hac

3 I 38 , ~36!

Mv5HacJ181 3
4Hac

3 x8, ~37!

M3v52 1
4Hac

3 x8 ~38!

with I 1853me8/(2me81m`), I 38512px8m` /(2me81m`)2,
and J185(1/4p)(me82m`), whereme8 and x8 denote the ef-
fective permeability and nonlinear susceptibility in the trans-
verse field case. For the transverse field case,x8 is induced to
appear by the moderate ac magnetic field only. Thus, in view
of Eqs.~7! and ~8!, we findx8!x ~x is caused to appear by
both the moderate ac and high dc magnetic fields in the
longitudinal field case, as mentioned above!. As a result, the
third-order harmonics of the Fro¨hlich field and orientational
magnetization are much smaller in the transverse field case
than in the longitudinal field case. In this regard, for the
following numerical calculations, we shall focus on the lon-
gitudinal field case only.

III. NUMERICAL RESULTS

Now we are in a position to do some numerical calcula-
tions. For the numerical calculation, we use

(
j 51

n2

^cosu i j &51, ~39!

(
j 51

n2 K cosu i j (
r 51

n2

(
s51

n2

cosu rsL 5
1

3
~5n122!. ~40!

Equations~39! and ~40! imply that the correlation between
the dipole moments of the particles and in turn the anoma-
lous saturation are neglected in the sense that the current
anomalous saturation is much more weak. This is reasonable
because, in the presence of a magnetic field, the permanent
magnetic moments of the particles are easily directed along
the field. Therefore, the equilibrium between the higher di-
pole moment~of particle chains! and the lower dipole mo-
ment~of particle chains! might not be able to predict signifi-
cant nonlinearity, when compared to the normal saturation.

Next, we take one step forward to obtain the nonlinear
magnetic increment

Dm

H0
2

5
236pN1p0

4

5~kBT!3

me
4

~2me1m`!2~2me
21m`

2 !
S m`12m2

3m2
D 4

.

~41!

For numerical calculations, we take the following pa-
rameters:Hdc5100 Oe,Hac51 Oe, m`(0)51.1, Dm58, f c

54.83103 Hz, m251, p0510213emu, t154.831027 s,
and a1510210cm23. In addition, the radius of particle is
taken to be 5mm, and the volume fraction of the particles is
0.2.

Figure 1 shows the fundamental, second-order, and
third-order harmonics of the Fro¨hlich field as a function of
the field frequency for variousgL in the longitudinal field
case. In this figure, a peak is observed always due to the
existence of an intrinsic dispersion@Eq. ~9!#. In particular, as
the system changes from isotropic case (gL51/3) to aniso-
tropic (gLÞ1/3) because of the appearance of the particle
chains, the harmonics of the field can be changed accord-

ingly. In detail, stronger anisotropy~namely, decreasing the
longitudinal demagnizing factorgL) leads to larger harmon-
ics, especially in the low-frequency region. Similar effect can
be shown in Fig. 2 where the harmonics of the orientational
magnetization in the longitudinal field case are investigated
for variousgL as well. However, the fundamental harmonic
of the orientation magnetization@see Fig. 2~a!# behaves in a
different way from that of the Fro¨hlich field @see Fig. 1~a!#.
In detail, as the frequency increases, this fundamental har-
monic decreases first, then increases, and after reaching a
peak they decreases again.

For the transverse field case, it could be concluded that
as the demagnetizing factorgL decreases, both the funda-
mental and third-order harmonics of the Fro¨hlich field and
orientation magnetization are caused to decrease accordingly,
which is just opposite to those obtained from the longitudinal
field case~no figures shown here!. The reason is that there is
a sum rule betweengL andgT , gL12gT51.

In other words, for the longitudinal field case, besides
the odd-order harmonics, the even-order harmonics are also
induced to appear due to the coupling between the applied dc
and ac magnetic fields alongz axis@see Figs. 1 and 2, or Eqs.
~23!–~32!# even though only the cubic nonlinearity@Eq. ~1!#
is considered due to the virtue of symmetry of the system.
On the other hand, for the transverse field case~i.e., there is
only a single ac magnetic field applied alongx axis!, in view
of the cubic nonlinearity@Eq. ~1!# of interest, only the odd-
order harmonics are induced, as already predicted by Eqs.
~33!–~38!.

In addition, even though there is no particle-particle in-
teraction~i.e., umi5unmi50) asgL51/3, the nonlinear be-
havior due to the normal saturation could still be induced to
occur because of the presence of external fields, i.e.,ude

Þ0. This is the reason why the harmonics shown in Figs. 1
and 2 are nonzero atgL51/3.

From Figs. 1 and 2, we find that the second-order har-
monics of the Fro¨hlich field and orientational magnetization
are of three orders of magnitude larger than the correspond-
ing third-order harmonics. Thus, to monitor the structure
transformation of ERMR solids, it is more attractive to detect
the second-order harmonics than the third-order.

Finally, we display the temperature effect on the har-
monics of the Fro¨hlich field and orientational magnetization
in Fig. 3 and Fig. 4, respectively. It is shown that decreasing
the temperatureT causes all the harmonics to increase be-
cause of the change in the Fro¨hlich field.

IV. DISCUSSION AND CONCLUSION

Here some comments are in order. Based on a Langevin
model, we have investigated the nonlinear ac responses of
ERMR solids which are subjected to a structural transforma-
tion. In the present work, we have focused on the effect of
the magnetic fields on the nonlinear ac responses. In fact, for
the ERMR solid, the influence of electric fields can be inves-
tigated as well. However, the present Langevin model is in-
valid for this purpose because there is usually no permanent
electric dipole moment inside the suspended particles, except
for ferroelectric particles. To one’s interest, when the par-
ticles own a nonlinear characteristic inside them, the electric-
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field effect on the nonlinear ac responses can still be dis-
cussed, based on the perturbation approach and self-
consistent method19 accompanying with an effective medium
theory such as the Maxwell-Garnett approximation.

In this paper, the Fro¨hlich field is actually an effective
field, which is similar to the Lorentz local field. The latter is
only defined for induced dipole moments, while the former is
introduced to deal with permanent dipole moments.

The present consideration can be extended to ferrofluids,
which are a suspension28 containing ferromagnetic particles
embedded in a carrier liquid. However, the particles in a
ferrofluid possess a much smaller size than in the ERMR
solid. Also, the particles can form chains inside ferrofluids
under the presence of a moderate magnetic field, without the
need of a strong magnetic field. For ERMR solids, a strong
magnetic field has to be used to induce the formation of
particle chains.

Finally, since the particles in ERMR solids are located
very close, it is instructive to take into account the effect of
multipolar interactions between the particles29–31on the non-
linear ac responses.

To sum up, we have applied a Langevin model to inves-
tigate the nonlinear ac responses of ERMR solids. For the
longitudinal field case, it has been shown that both even- and
odd-order harmonics are induced to occur. In contrast, only
the odd-order harmonics appear for the transverse field case.

Moreover, these harmonics can be affected by the degree of
anisotropy of the ERMR solid, as well as the field frequency.
In particular, the second-order harmonics are of several or-
ders of magnitude larger than the corresponding third-order.
Thus, it is possible to real-time-monitor the structural trans-
formation of ERMR solids by detecting the nonlinear ac re-
ponses.
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